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SUMMARY

This Section includes the following:
1. Paper-surfaced gypsum sheathing board.
2. Weather-resistant barrier.

QUALITY ASSURANCE

Fire-Test-Response Characteristics: For assembles with fire-resistance ratings, provide

materials and construction identical to those of assemblies tested for fire resistance per

UBC Standard 7-1 (based on ASTM E 119-88) by a testing and inspecting agency

acceptable to authorities having jurisdiction.

1. Fire-Resistance Ratings: Indicated by design designations from UL's "Fire
Resistance Directory."

COORDINATION

Paper-Surfaced Gypsum Sheathing Board:

1. Do not leave exposed to weather for more than 30 days.
2. Replace all gypsum sheathing that becomes wet due to inclement weather or
construction.

PART 2 - PRODUCTS
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A.

MATERIALS

Per Design/Builder and manufacturer's recommendations.

PART 3 - EXECUTION
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A.

GENERAL

Per Design/Builder and manufacturer's recommendations.
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